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MATERIAL IMPACT TEST EVALUATION-UCS66, SEC.VIII DIV.1 

INPUT DATA  V1.0 
  
PGM RUN

* Design MDMT   -35 ℃

* Material Nominal Thickness,tn   40 mm

* Material required thickness of 
the component under corroded 
condition, tr 

  38 mm

* Corrosion allowance, C   3 mm

* Joint efficiency, E   0.85  

* Applied material
  

  

SA516 Normalized

 

RESULT OF SEARCH

* UCS-66, Curve   Curve D

* UCS-66, Exemption Temp.   -11.000 ℉

* UCS-66, Exemption Temp.   -23.889 ℃

* Coincident ratio=tr*E/(tn -C)   0.8730  

* Reduction Temperature as per 
UCS66.1M   8.000 ℃

* Rated MDMT    -31.889 ℃

* The result of evaluation   Required  
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